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1. Polystyrene M.W. 9,120 K
2. Polystyrene 1,100 K
3. Polystyrene 410 K
4. Polystyrene 115 K
5. Polystyrene 33 K
6. Polystyrene 7.6 K
7. Polystyrene 1.35 K
8. n-Propylbenzene

Column : Shim-pack GPC-80M (2 columns in series), P/N : 228-20810-91
Mobile phase : Tetrahydrofuran
Flow rate : 1.0 mL/min
Column temp. : Ambient
Detection : UV 254 nm
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